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Evansville Plant, 

M.P. 701.01.10 - Certified Portland Cement Mills

Contact: Mark Dickson (304) 414-6619

 

APPROVED LIST

Effective Date: October 19, 2023

Material Code: 701.001.001 (Old Material Code: 1260)

2300616

ASTM C-150 Type 1 Cement

Number
Cement Mills Location

Approved

Lab
Producer/Supplier

Code

Argos EMC1.09.701Martinsburg, WV

Mill Plants that use Limestone as an ingredient (LOI)

Alkali Content
(Na2Oe)

Argos Roberta, Calera, AL ACC2.02.701 0.36

2300670

Martinsburg, WV

ASTM C-595 Type 1L Cement

2300672Argos

2301046

ACC1.01.701West Winfield, PA

CCX1.01.701

2300676

0.57

0.58

0.62

1.02

      Cement Co.  (LA)
Kosmosdale, KY

0.98

     Kosmos

Armstrong

(Plant 1) Nazareth, PA LCC2.03.701

EMC1.09.701

2300680

Armstrong West Winfield, PA ACC1.01.701 0.58 2300618

LCC2.02.701
Fleetwood, PA

       Heidelberg Materials

Material Code: 701.003.001  (Blended Hydraulic Cement)

(Plant 3) Nazareth, PA       Heidelberg Materials

       Heidelberg Materials

EMC1.10.701

0.50

    Buzzi Unicem

2300294

0.96

2301054

Holcim Ste. Genevieve, MO

0.64
  Cement Co.

2300351RCC1.01.701Troutville, VA

2300678

Troutville, VA RCC1.01.701 2300353
  Roanoke

  Cement Co.
0.63

  Roanoke

Material Code: 701.001.005 (Old Material Code: 1262)

ASTM C-150 Type III Cement

LPC2.01.701

Greencastle, IN BUC1.02.701 0.64

HCX1.03.701 0.52 2300308

     Fairborn Cement Xenia, OH CCX1.04.701 0.80 2300412

       Heidelberg Materials Union Bridge, MD 2300668

     Kosmos

      Cement Co.
Kosmosdale, KY CCX1.01.701 0.34 2301044

     Fairborn Cement Xenia, OH CCX1.04.701 0.82 2300414

    Buzzi Unicem Greencastle, IN BUC1.02.701 0.67 2301056


