MATERIAL CODE 1503
SM# 709.001.001
WEST VIRGINIA DIVISION OF HIGHWAYS
APPROVED LIST OF PLAIN BLACK REINFORCING STEEL BARS (709.1)

EFFECTIVE MAY 14, 2014

Manufacturer Approval
Source Code Number
Nucor Steel Marion, Inc. SM# B2637811456083433 1433593A
Marion, OH

(M017A) SM# NSC1.01.709

Nucor Steel Kankakee, Inc. SM# B2637811456084419 1433594A
Bourbannais, IL
(B271C) SM# NSC1.03.709

Nucor Steel Auburn, Inc. SM# B2637811456084723 1433595A
Auburn, NY
(A221A) SM# NSC.02.709

Nucor Steel Darlington, Inc. SM# B2637811456085106 1433596A
Darlington, SC
(NO93A) SM# NSC1.04.709

Gerdau Steel. SM# B2637811456085842 1433597A
Knoxville, TN
(S1350) SM# GACL1.01.709

Gerdau Steel. SM# B2637811456085842 1433598A
Charlotte,NC
(F122A) SM# GAC1.04.709



Gerdau Steel. SM# B2637811456090550
Jacksonville, FL
(FO91C) SM# GACL1.05.709

Gerdau Steel. SM# B263781152Q111645
Sayreville, NJ

(N110A) SM# GAC1.05.709

CMC Rebar SM# B2637811456090832
Cayce, SC

O076A SM# CMC.03.709

1433599A

1437425A

1433560A



